


5. Cementation

After try-in, etch the inner surface with Rinse out with water and
5% hydroflouric for 20 seconds. blow air to dry.
(4% for 30 sec is also available.)

Apply silane to the surface and blow air Use self-adhesive resin cement
for 20 seconds to dry. to bond.




6. Indications / Contralndications

ﬂ Indications

Inlays @ Onlays @ Veneers

Anterior Posterior
Crowns Crowns

@
O

* Occlusal wall thickness = 2.0 mm

° Contraindications

- Very deep subgingival preparations - Bruxism
- Maryland bridges - Cantilever bridges
- Patients with severely reduced residual dentition



7. Product Line-up

RESEARCH
AWARD

2023

Functionally Gradient Lithium Disilicate CAD/CAM Blocks

Amber“Mill DIRECT

(AP
-

‘ Available shades

SS9 &6

Al A2 A3 A35 B1 B2
W1 W2 Cc2 D2
Size Dimensions (mm) pcs / Pack

C14 /HT 14x12x18 5 blocks
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8. FAQs

Amber® Mill Direct is available only in size 14.
Dimensions of the block are: 12mm x 14mm x 18mm. 12mm

llncisal

Cervical

The section where our product logo is marked on the block is the incisal area, which is more transparent,
and the opposite side is the cervical area, which is more opaque.

Also, the cervical area has the highest strength as this is where the most stress fractures occur from
occlusal forces and the incisal has the lowest strength. (avg.355MPa)

Consider this information when you design your case.

Amber® Mill Direct is uniquely designed to achieve the most natural gradation to resemble how a
natural tooth gradates. We coined this unique feature as our GLD technology - Gradient lithium-disilicate
technology.

The curved shape allows the targeted area to be reached faster allowing for low bur consumption and
faster milling.

In the case of posterior crowns, we recommend the occlusal wall thickness over 2.0mm if it is not glaze
fired.
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What is the etching condition?

5% HF, 20sec recommended (4% for 30sec is also available.) Amber Glow

What type of cement do you recommend?
Conventional self-adhesive resin cement don't need this.

What polishing paste do you recommend?

Amber Glow Polishing pasteis optimized for Amber Mill Direct
for use can be found on page 5.

Is the posterior region possible only by polishing?

We recommend to finish the restoration by polishing up to the recommended indication: single posterior
crown.

Are there any glazing tip protocols?

You may bake up to 820 degrees without causing any changes to the transparency while staining/
glazing. Refer to the Recommended Heating Schedule for proper glazing techniques.

Note that transparency can change from HT->LT over 840 degrees (max 860°C).

(min. requested temperature for LT co-firing is 840°C)

You can fire 5-10 degrees up if it turns out desired LT. or extend the holding time 2-3min.

Is milling in Fast Mode recommended?

No, Standard Mode is the recommended milling strategy.

what about the shade? Do you have any shade guide for Amber Mill Direct?

our aim is to match the VITA shade guide(classic) either under LED lamp or fluorescent lamps.
* Depending on the user's environment, the feeling of color may vary.
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HASS BIO America, Inc.

10400 Eaton place, Suite 220 | Fairfax, VA | 22030
Tel : 703-537-0333

E-mail : info@hassbioamrica.com

Website : www.hassbioamerica.com

This material is designed for usage in dentistry. Follow
all instructions HASS is not liable for any loss caused by
failure to comply with regulation or scope of indication.
Users are responsible for testing products to verify the
compatibility for any usage that is not written in the in—
structions. The explanations and data contained herein
do not carry any guarantees and/or obligations.

All enclosed recommendations and restrictions apply
when used with products from other manufacturers.
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